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(57) ABSTRACT

A Sandwich panel with a core structure, in particular with a
honeycomb-shaped core structure, and plane-parallel cover
layers applied to both sides of this core structure, to form a
floor surface in a fuselage airframe of an aircraft, the core
structure having at least one recess into which at least one
reinforcing structure is integrated, wherein the at least one
reinforcing structure is formed with at least one core, said
core having at least one recess into which a stopper is
introduced, into which at least one attachment element can
be introduced to attach at least one further component to the
sandwich panel, and a plurality of prepreg strips which each
have a uniform fiber running direction being wound around
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